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URUN TEKNIK BiLGi FORMU / TECHNICAL DATA SHEET (TDS)

Uriin / Product: 1AS ADA
Uriin Kodu / Product Code: SPY-55638
Renk Kodu / Color Code: 92063 — Fime / Smoked

KiMYASAL OZELLIKLER / CHEMICAL PROPERTIES

icerik / Content Deger / Value Birim / Unit

PVC - Polyvinyl Chloride 87.5 %

KUMAS OZELLIKLERI / FABRIC PROPERTIES

icerik / Content Deger / Value Birim / Unit

Polyester 12.5 %

FiZIKSEL OZELLIKLER / PHYSICAL PROPERTIES

Parametre / Parameter Deger /Value Birim / Unit Test Standardi / Test Standard
Yirtilma Mukavemeti — En / Tear Strength - Width >30 Newton (N) TS EN I1SO 4674-1 Metot B
Yirtilma Mukavemeti — Boy / Tear Strength — Length >30 Newton (N) TS EN ISO 4674-1 Metot B
Kaplama Yapiskanligi Tayini - En / Determination of coating adhesion  0.80 N/mm TS EN I1SO 2411:2017
Kaplama Yapiskanligi Tayini - Boy / Determination of coating adhesion 0.80 N/mm TS EN I1SO 2411:2017

Esneme Direnci (-20° C) - En / Repeated Flexure Resistance — Width ~ >30,000 cevrim/ cycle TS EN ISO 17694:2016
Esneme Direnci (-20° C) - Boy / Repeated Flexure Resistance— Leng > 30,000 cevrim/ cycle TS EN I1SO 17694:2016
Agirlik / Weight 800+ 10 g/ m? TS1SO 3801

Kalinlik / Thickness 1.40+0.10 mm TS EN ISO 2589

En / Width 140 cm

*Top Uzunlugu / Roll Length 30 m

EKOLOJIK TEST DEGERLERi / ECOLOGICAL TEST VALUES

Parametre / Parameter Deger / Value Birim / Unit Test Standardi / Test Standard
Ftalat / Phthalate <0.1 % TS EN ISO 14389
Yasakli Azo Boyar Maddeler / Forbidden Azo Dyestuffs 0 ppm TS EN ISO 14362-1
Kanserojen ve Alerjik Dispers Boyar Maddeler 0 ppm TS EN ISO 16373-2
Carcinogenic and Allergenic Disperse Dyestuffs

Agir Metaller / Heavy Metals 0 ppm TS EN ISO 17072-2

*M{steri talebine gére degiskenlik gosterebilir. / It could be changeable according to customer demand.

GEZDERI SENTETIK DERi SANAYi VE TICARET A.S.
www.gezderi.com

ONAYLAYAN / APPROVED

QUALITY ADMINISTRATOR

Semih CAKIRLAR



